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ASTM Taber Abrasion Test

Gold plating:
25 Rotations

Ni+Cr plating:
350 Rotations

Gold failed Ni+Cr failed

Ionbond: 350 Rotations

Ti-Black Ti-NickelTi-Gold

The Test:

Settings:

1 kg load per wheel

CS-10 abrasive wheels


